Control

Specification:

Result :

Part No.

38.963.30

METALLURGY CERTIFICATE

Date : 19 October 2017

This metallurgy report presents the sample results :

CHROMIUM  MICKEL MOLYBDEMUM CARBOM MAMNGAMESE SILICOM PHOSPHORUS  SULFUR

18.0-21.0 9.0-12.0 2.0-3.0 0.08 MAX 1.50 MAX 2.00 MAX 0.04 MAX 0.04 MAX

18.4 9.3 2.28 0.051 0.86 0.91 0.024 0.003



